Test Results

Pullout Values [Awvg. Lbs.)

Fastener “teel Gauge
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85 933

8-18 2 292 475 68

Shear Values [Avg. Lbs )

Fastener Steel Gauvge (Larced)

8-18 . 121 1031 1048

The values listed are averages achieved under laboratory conditions and imply no Wanrante Approgiiat2 =a ety fecions cholld be applied tatfese valresor desian
OLUrpOses.



